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Product

name

Grain

Size
Lot No.

Quality Grain Size Distribution
Bulk

Density

Magnetic

Matter
Density Chemical Component（%）

(kg) 1 2 3 3+4 5 （g/cm） % （g/cm） Al2O3 SiO2 Fe2O3 Na2O

Specification 0 25≧ 45≦ 65≦ 3≧ 1.82-1.98 0.01≧ 3.50≦ ≧99 ≦0.15 ≦0.15 ≦0.40

WFA 16 1016 1000 0 17.5 57.5 79 0.5 1.79 0.006 3.57 99.3 0.13 0.09 0.28

Specification ≧99 ≦0.15 ≦0.15 ≦0.40

WFA 20

1016 1000 0 14 52 83 0.5 1.76 0.006 3.58 99.5 0.14 0.09 0.29

1016 1000 0 13 52 82 0.5 1.76 0.006 3.56 99.3 0.13 0.10 0.28

1016 1000 0 13 52 82 0.5 1.77 0.006 3.57 99.4 0.14 0.09 0.28

Specification ≧99 ≦0.15 ≦0.15 ≦0.40

WFA 24

1016 1000 0 13 52 84 0.5 1.75 0.005 3.58 99.3 0.12 0.09 0.09

1016 1000 0 15 53 81 0.5 1.74 0.007 3.57 99.3 0.13 0.08 0.28

1016 1000 0 15 53 81 0.5 1.74 0.007 3.57 99.3 0.13 0.09 0.29

1016 1000 0 14 53 82 0.5 1.75 0.006 3.58 99.2 0.14 0.09 0.29

1016 1000 0 14 53 82 0.5 1.75 0.006 3.58 99.2 0.12 0.09 0.28

1016 1000 0 15 52 81 0.5 1.76 0.006 3.58 99.4 0.12 0.09 0.29

1016 1000 0 15 52 81 0.5 1.75 0.005 3.58 99.2 0.12 0.08 0.29

20171011 1000 0 15 52 81 0.5 1.74 0.005 3.58 99.2 0.12 0.09 0.29

Specification ≧99 ≦0.15 ≦0.15 ≦0.40

WFA 36

1016 1000 0 7.5 51.5 87.5 0.5 1.72 0.006 3.37 99.4 0.13 0.09 0.30

1016 1000 0 8 52 86 0.5 1.73 0.007 3.57 99.3 0.13 0.10 0.29

1016 1000 0 8 52 86 0.5 1.73 0.007 3.57 99.4 0.12 0.09 0.30

1016 1000 0 9 51 87 0.5 1.73 0.007 3.57 99.4 0.14 0.09 0.30

Specification ≧99 ≦0.15 ≦0.15 ≦0.40

WFA 46
1016 1000 0 18 57 80.5 0.5 1.71 0.006 3.56 99.2 0.13 0.09 0.30

1016 1000 0 18 57 81 0.5 1.70 0.007 3.56 99.2 0.13 0.09 0.30

Specification ≧99 ≦0.15 ≦0.15 ≦0.40

WFA 60
1016 1000 0 7.5 65 90 0.5 1.67 0.007 3.58 99.3 0.12 0.10 0.30

1016 1000 0 7.5 65 90 0.5 1.68 0.007 3.58 99.3 0.12 0.10 0.30


